TABLE IV-10

Composition of Typical SRP Borosilicate G]assa’Zb
Caleine Composition Frit Composition
Fe;0, 42.0 wt % 510, 52.5 wt %
Al,04 8.5 B,04 10.0

MnO, 11.8 Na,0 18.5

U304¢ 3.9 Li,0 4.0

NiQ 5.2 CaQ 4.0

S5i0, 3.8 TiO; 16.0

Na,0 4.7

Zeolite 8.8

NaNO; 2.6

NaNQO, 0.2

NaAl0, 0.2

NaOH 3.9

Na»50, 1.3

Q

d. Glass will contain 28 wt % calcine.

b. Average density of glass will be 2.7 g/cm’,
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